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Reflectance Measurement
Metsalinkki White

Teemu Hakala / MML
Level 5 - White
Reflectometer
Laboratory light source
Spectralon 99%

2020 MosaicMillFelt
2020 January

FGI lab

Reflectance curve 400 — 2250 nm
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Reflectance curve 450 — 950 nm
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Reflectance averages 450 — 950 nm
400 - 450 |450 - 500 |500 - 550 [550 - 600 (600 - 650 {650 - 700 {700 - 750 |750 - 800 |800 - 850 |850 - 900 |900 - 950 {450 - 950
0.669 0.767 0.819 0.851 0.864 0.870 0.874 0.875 0.872 0.865 0.845 0.850




